INSTALLATION METHOD
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1. BRICK

2. ASHLAR

—
-

3. DIRECTIONAL

Name

Yam

Pile Weight

Primary Backing

Tile Size

Smoke Density Test

Packing

4. QUARTER RUN

SPECIFICATION

Almaty SQ

Multi-Level Loop Pile

P.P.B.C.F. UV Treated

1/12"

850 gsm

4 mm -6 mm

Non Wowen

Modified Bituman with Glass Fiber
50 cm X 50 cm

Heavy Commercial

ASTM E 662-06

ASTM D 2859/CP SC FF 1-70 Flammability Test
ASTM R 648 Radiant Panel Test
AATCC-175 Stain Resistance

20 pcs per carton

RHUEREUXTM

CARPETS

6070
ALMATY OLIVE
6031
ALMATY BLACK

6041
ALMATY GREY
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